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Certificate of Analysis

PAESTER 9129
Customer: % ¥
Lot No: 71208 Serial No: 106-1267
sk % ¥ i R WSk @ i
TESTS UNITS SPECIFICATION |ANALYSIS RESULTS TEST METHOD
e R mgKOH/g 0.05 Max 0.01 ASTM-D974
ACID VALUE
1 220
ki Wit% 0.05 Max 0.01 ASTM-E203
WATER CONTENT
A i APHA 20 Max 15 ASTM-D1209
COLOR
a o
mgKOH/g 190 ~ 200 195 ASTM-D94
SAPONIFICATION VALUE
S mgKOH/g 1.0 Max 0.1 ASTM-E222
HYDROXYL VALUE
# R g12/100g 1.0 Max 0.1 AOCS Cd 1d-92
IODINE VALUE
*
ZLI 4 MPa*s/25°C 40~70 57 ASTM-D445
VISCOSITY
i 20°C 1.435 ~ 1.439 1.435 ASTM-D1218
REFRACTIVE INDEX
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